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Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Ec Lab Report

(303) 9894404 |
BONDAR-CLEGG
REPORT! 098-1042 ( COMPLETE ) J [ REFERENCE INFO: NONE LISTER
CLIENT: BROHM MINING CORP. SUBNITTED BY: R. MACLEOD
PROJECT: BLASTHOLE DATE PRINTED: 13-SEP-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LINIT EXTRACTION NETHOD
1 FireAu Gold 32 0,002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 2 2 -138 32 Assay Prep 32

Deadwood Surcharge 2

REPORT COPIES TO: MR. ROD MACLEOD INVOICE TO: MR, ROD MACLEOD




Bondar-Cleg, Inc. Geochemical ‘1
ey B Lab Report

(303) 9891404

|
BONDAR-CLEGE |
|
REPORT: 098-1042 | PROJECT? BLASTHOLE PAGE_1 |
SANPLE ELEMENT FireAu ‘
NUREER WNITS 0T ‘
2 5-9-7-248 0,006 |
2 §-9-7-249 €0,002 |
B2 §-9-7-250 0,005
12 §-9-7-251 0,004
B2 5-5-7-268 €0,002 |
D2 §-9-7-269 0,002
B2 5-9-7-270 0,004
12 §-9-7-271 0,004
22 5-9-7-268 0,002
D2 5-9-7-269 0,002
12 5-9-7-290 0,004
82 §-9-7-291 0.012
D2 5-9-7-308 0,013 |
B2 5-9-7-309 0,002
B2 5-9-7-310 0,002
02 §-9-7-311 0,004 |
12 5-9-7-328 0,005 ‘
B2 §-9-7-329 0,005
02 §-9-7-330 0,004 |
B2 §-9-7-331 0,003 |
02 5-9-7-348 0,009
02 §-9-7-349 €0,002
P2 5-9-7-350 0,003 |
02 §-9-7-351 €0,002 |
D2 §-9-7-368 0,004 ‘
02 §-9-7-369 0,010 |
D2 §-9-7-370 0,002
D2 §-9-7-371 0,002
02 §-9-7-388 €0,002
D2 §-9-7-389 0,008
12 §-9-7-390 0,004
12 §-9-7-391 0,006 |



LAB.REPORTNO. __ /= /07

E BONDAR-CLEGGE INC. '

<)
12980 W. CEDAR DR, LAKEWDOD, CO. 80228 PHONE: S839-1104 TELEX: 45-693

SAMPLE SHIPMENT NOTICE

LA

Y 7 // Sy
Date Shipped L2 4

Via

(LE (4 Prepaid or [ Collect

# Parcels in Shipment
GEOLOGIST'S NAME L« . /1

TOTAL NUMBER OF SAMPLES
/1 '/ £ L PHONE NUMBER'/_"2_Z 7/ 7'/ 7PROJECT NAME OR NUMBER _{- £/t /A0 £

Samples # Sample Numbers ELEMENTS TO BE ANALYZED Neutron Ore
Type | Samples (Series) Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba|Espec| Activation DcP test
= \ Neulron ore
b } <974 ~ fCu [Pb (Zo o [Ag [Cd |Ni [Co Ma |Fe |Bi |V W |F JANK [A< Hg |Sn [Sh [Ba |E spec | Activation Dee test
; y cr)] - 3 Neutron ore
i i ek / Ilcu [Po [2n Mo JAg JCd |Ni [Co Mn [Fe |8i |V |U [W |F A |As [Hg [Sn [Sb [Ba |E spec [ Activation pDecP lest
\ Neutron ore
24 { [ {ICu |Pb [Zn P‘!o Ag |Cd [Ni |Co Mn |Fe |Bi |V (U |W |F A,} As |Hg [Sn |Sb [Ba |E spec | Activation oce test
A - - s / Neutron ore
4 -<777) 1ew Py 2o o Ag [cd |Ni Joo a [Fe [i [v [u |w |F A |as g [sn [sb [Ba [E spec | ngtivation | OCP | test
- : | Neuiran e
" L | |Cu [Pt |Zn Mo |Ag |Cd |%i [Co Mn |Fe |BI |V |U |W |F Wi (As |Hg |Sn [Sb Ba |E spec | Aclivation DCcP test
. by 3 L : \ / Neutron ore
¢ V4| ! 54 / £.| |cu |Pb |[Zn o |Ag |Cd [Ni |Co Ma [Fe [Bi |V [U |W |F IAG |As [Ho [Sn [Sb [Ba |E spec | Aclivation oce test
v ot orcd Neulron are
4 : 1727 1 lcu |Pb [2n o [ag [cd |Ni [co M [Fe |Bi [V |U [W [F |AjAs [Hg [Sn [Sb [Ba [E spec | Activation DCP | test
= - Neutron ore
A 1% [ Z'{[ |Cu |Pb |Zn Pio |Ag [Cd [Ni [Co Mn [Fe |Bi [V (U [W |F ~)( As [Hg [Sn |Sb |Ba |E spec | Activatien DcP test
5 ; Heutron ore
Cu |Pb |Zn Mo |Ag [Cd [Ni |Co Mn [Fe |Bi |V |U |W |F |Au |As [Hg |Sn |Sb |Ba |E spec | Activation becr test
Neulron ore
Cu [Pb |Zn Mo [Ag |Cd |Ni [Co Ma |Fe |Bi |V |U |W |F [Au |[As JHg |Sn |Sb [Ba |E spec | Activation DCP fest
Neutron ore
Cu |Pb |Zn Mo |Ag [Cd [Ni [Co Mn [Fe |Bi |V |U |W |F JAu |As [Hg [Sn |Sbh |Ba |E spec | Activalion pee fest
Neutron ore
Cu |Pb |Zn Mo JAg [Cd [Ni |Co Mn |Fe |Bi |V |U |W |F JAu |As [Ho |Sn |Sb |Ba |E spec | Activation BCP test
Neulron ore
Cu [Pt |Zn o [Ag (Cd |Ni |Co Mn [Fe |Bi [V |U [W |F [Au |As |Ha [Sn [Sb [Ba |E spec | Activation DCP test
Neutron ore
Cu [Pb |Zn Mo |Ag {Cd |Ni |Co Me [Fe [Bi |V |U |W |F [Au |As |Hg [Sn |Sb |Ba |E spec | Aclivation pce test
Neulron ore
Cu |Pb |Zn fwn Ag |Cd [Ni |Co Mn |Fe |Bi |V |U |W |F |Au |As [Hz |Sn |Sh [Ba |E spec | Activation pee lest
& assay (%, ore grade) O prepared
Please analyze by . methods, the enclosed samples
0 geochemical (ppm, trace level) 0 unprepared

O DO NOT ASSAY GEOCHEMICAL OVERLIMITS

COMMENTS 20 - /2 AHOLIL 7 (el ibs ik

2777 ¢ . Py a . ’

2 LD g PLRKY 4

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS
[ DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE
O STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
O DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE
O STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO:

Results

Invoices L AL Ll

2

Pulps

oERB

Rejects (L : G177 &

Results

Invoice

Pulps
Rejects

0 oagag

White — Lab Copy - Pleass Include With Shipment

Results
Invoices
Pulps
Rejects

EL BBV E)

Results
Invoice
Pulps
Rejects

@2 8 & g v |

Yellow — Sample Prep. Copy Pink — Client's Copy



"TITLE 12-09-88 08:07:11 038-1042 R. MACLEOD 08/09/88"
"CLIENT BROHM MINING CORP. "
"PROJECT BLASTHOLE #SAMPLES: 32 REFERENCE: NONE LISTED . "
"SPECIAL VALUES" .

" IS Insufficient Sample"

" -9 No Value Recorded"

" Values above the upper limit are shown as +uplimt"

" Values below The lower limit are shown as -lolmt (ie not detected)"
"DETERMIMNATIONS"

" ELNAME METHO ECO UNI #SAM LOLMT UPLIMT COMMENTS"

" @1 FireAu FA OPT 32 9.002 99.999 Results Reported "
" 82 CN Au AA E31 OPT 32 0.002 99.999 Test not yet complete"”
“"SAMPLE PREPS"

" 40 SAMPLE TYPE=D DRILL CORE "

" 41 P17= 32 Assay Prep "

“ 42 p86= 32 Deadwood Surcharge "

% % % % NI

"FORMAT (A8,1X,A1,A1,1X,A20,2(1X,A7,A1))"

"BEGIN " "Type" "Frac" "Sample ID" "FireAu" " CN Au"
"10420001" "D" "2" ""$-9-7-248 " ?.006 -9
"10420062" "O" "2" "S$-8-7-249 " -9.082 -9
“194200@3" "D" "2" "§-9-7-250 " 2.005 -9
"104200666" "D" "2" "S-9-7-2651 " 2.004 -9
"10420007" "D" "2" "§5-9-7-268 " -0.002 -9
"1042@008" "D" "2 “"§-9-7-269 " 9.002 -9
"10420009" "D" "2" "§-9-7-270 " 0.004 -9
"10420010" "D" "2" "§-9-7-271 " 0.004 -9
18420011 "D" "2" "S-9-7-288 " 0.002 -9
"i194200212" "D" "2" "S$S-9-7-289 " 0.002 -9
"10420013" "Dp" "“2" "S$-9-7-290 " 0.004 -9
"10420014" "D "2" "§-9-7-291 " 0.012 -9
"190420015" "D" “2" "S-9-7-308 " @.013 -9
“10420016" "D" "2" "§-9-7-309 " 0.002 -9
"10420017" "D" "2" V"$-89-7-310 " 0,002 -9
“10420018" "D" "2" "S§-9-7-311 " 0.004 -9
"10420019" "D" "2" "§-9-7-328 " 2.005 -9
"1Q0420020" "D" "2" "S$S-9-7-329 " 6.005 -9
106420021 "D" "2" "$-9-7-330 " 6.004 -9
“10420022" "D" "2" "“S§-9-7-331 " 0.003 -9
*18426023" "D" "2" "$-9-7-348 " 0.009 -9
"10420024" "D" "2" "§-9-7-349 " -9.002 -9
"“10420025" "D" "2" "§-9-7-350 " ©2.003 -9
"10420026" "0" "2" "S=-9-7-351 " -0.002 -9
"1¢420027" "D" "2" “"5-9-7-368 " ©.004 -9
*10420028" "D" "2" "§-9-7-369 " 2.010 -9
"1@426€31" “D" "2" “"§$-8-7-370 " 0.002 -9
*16420032" "D" "2" "§-9-7-371 " 9.002 -9
"1@420033" "p" "2" "§-9-7-388 " -0.0662 -9
"10420034" "D" "2" "§-9-7-389 " 0.008 -9
"1042035" "D" "2" "§~9-7-398 " ©.004 -9
"10420036'" "D" "2" "§-9-7-391 " 0.006 -9

IIENDII




Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado
USA.

Phone: (303) 989-1404
Telex: 45693

BROHM MINING CORF.
MR, RODI MACLEQD

P.0., BOX 485
DEADWOOD, SD

97732

Invoice

Nate

Rerort Nl
Pro.Jdect
Reference

2 12791 Fadge 1

26-5FF-88

e

09R~-1029
BLASTHOLE
NONE LISTED

°4 20 @

47 fAinzalsses of Gold

at ¢ 8,00 ¢

Subtotal $
4 Analuses of Au/Hot Extraction 2t ¢ 4,00 ¢
Subtotal t

Samrle Prerarastion
47 Semrles of As Received at ¢ 0,00 ¢
Subtotal ¢

Invoice Total?

okh

Mln
'3 (V\aco[w/

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

376.00
376.00 ¢ 376.00

16.00
16.00 $ 16.00

0.00 $ Q.00

———————— -
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Bondar-Clegg, Inc.
12980 West Cedar Dr.
Lakewood, Colorado
US.A 80228
Phone: (303) 989-1404
Telex: 45693 .
In 41 12791
ROHM INING CORF
4 ., RO MACLENOD t TA=RFF-RR
P.0. RO =
NEADWOOD 5 R t ! 7R-102%
o WA X Frode RLASTHOLE
Fef INF LISTE
7 - fnaluces of G t ¢ 8 ‘
iptot ; 174 i ‘
4 Ancluses of Hot Extractic L % : |
tot B O A A
le Pi tign
] - P AS t # & {
sutrtot $ 3 ‘
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ACCOUNTS DUE WHEN RENDERED



Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 9894404

EROHM MINING CORP.
MR, ROD NACLEOD
P.0, BOX 485
DEADMOODs SD
57732




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report
(303) 9894404

BONDAR-CLEGG

sy 4 Lol

REPORT 098-1029 ( CONPLETE ) ] REFERENCE INFO: NOME LISTED ]
CLIENT BROMN NINING CORP. SUBHITTED BY: R WACLEOD
PROJECT: RLASTHOLE DATE PRINTED: 23-SEP-88
MUNEER OF  LOWER
ORDER  ELEMENT AMALYSES  DETECTION LIMIT EXTRACTION METHOD
I Firehu Gold 7 0,002 0PT Fire Assay
2 N A AuMot Extraction 4 0.0020°T  Cuanide Leach Atosic Absorstion
SANPLE TYPES MUKBER SIZE FRACTIONS NUMEER SANPLE PREPARATIONS NUKBER
P PREPARED PULP ¥ A ASRECD ¥ s Received "

REPORT COPIES TO: MR, ROD MACLEOD INVOICE TO: MR. ROD MACLEOD




luh'“-::g_,llt. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Ec Lab Report
(303) 9891404
- BONDAR-CLEGG
S ——

REPORT: 098-1029 PROJECT: BLASTHOLE PAGE 1

SAMPLE ELEMENT FireAu CN Au SANPLE ELEMENT FireAu CN Au

MUMBER UNITS OPT oPT NUMBER UNITS OPT DPT

P4 S-9-7-303 €0.002 P4 5-9-7-884 0.010

P4 5-9-7-304 40,002 P4 §-9-7-923 0.008

P4 §-9-7-323 0,003 P4 §5-9-7-924 0,119  0.148

P4 §-9-7-324 0,007 P4 §-9-7-943 0,005

P4 §-9-7-343 <0,002 P4 5-9-7-944 0,002

P4 5-9-7-344 0,015  0.013 P4 §-9-7-963 0,002

P4 5-9-7-343 £0.002 P4 S-9-7-964 0,002

P4 5-9-7-364 0.011

P4 §-9-7-383 €0,002

P4 S-9-7-384 <0.,002

P4 5-9-7-403 £0,002

P4 5-9-7-404 €0,002

P4 S-9-7-423 <0,002

P4 §-9-7-424 0,002

P4 §-9-7-443 €0,002

F4 §-9-7-444 €0,002

P4 §-9-7-463 0,006

P4 S-9-7-464 €0,002

P4 5-9-7-483 0,005

P4 §-9-7-484 0.019 0,012

P4 S-9-7-503 €0,002

P4 5-9-7-504 <0.002

P4 5-9-7-524 0,004

P4 S-9-7-544 €0,002

P4 §-9-7-544 0,002

P4 §-9-7-584 <0.002

P4 S5-9-7-404 £0.002

P4 S-9-7-624 0,002

P4 5-9-7-644 0,006

P4 S-9-7-664 0,010

P4 §-9-7-484 0.014

P4 §-9-7-704 0.012

P4 §-9-7-724 0,006

P4 S-9-7-744 0,004

P4 §-9-7-764 0,012 B ]

P4 §-9-7-784 0,008

P4 S-9-7-804 0,009

P4 5-9-7-824 0,007

P4 S-9-7-844 0,009

P4 §-9-7-854 0,016 0,020




- b

Bondar-Clegg, Inc.

REPORT COPIES TO: MR. ROD MACLEOD

INVOICE TO: MR. ROD MACLEDD

ey Geochemical
USA. 80228 Lab Report
Phone: (303) 988-1404
Telex: 45693
REPRRT: HSB-1A28 { DOMBLETE 3 REFERENCE INFO- NONE LISTED
L1 IENT - BRONM-MINING-CORE, SUBMITTED BY: K. NAttemD
PROJECT: BLASTHOLE DATE PRINTED: 23-SEP-88
NUMBER OF LONER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
t—Firent Soit L4 U 002°0PT Fire fssay
2 CN Au Au/Mot Extraction 4 0,002 OPT Cyanide Leach Atomic Absorption
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMNPLE PREPARATIONS NUMBER
P PREPRRED-PULP 47 ¥ A9 REC D 47 fis Received




